
RA-QD02-0095
Status Date Size Transfer Category Phase
DIVIDED 71µm Curation,Okayama 1 hpx,pl,chm

20120608/Misasa_returnSamplecheck/14_RA-
QD02-0095-02_K002-bx500RL.jpg

SAMPLE : RA-QD02-0095-01_03
PREID : 
PROCESS : condition check after initial
analysis
OPERATOR : Yada
COMMENT : x500, reflected light, RA-QD02-
0095-02

20120608/Misasa_returnSamplecheck/15_RA-
QD02-0095-02_K002-bx50RL.jpg

SAMPLE : RA-QD02-0095-01_03
PREID : 
PROCESS : condition check after initial
analysis
OPERATOR : Yada
COMMENT : x50, reflected light,RA-QD02-
0095-02



20110331/Au03SEM/BSE/S_4_Z17mm_Tilt20deg.bmp

SAMPLE : RA-QD02-0095
PREID : 
PROCESS : 
OPERATOR : 
COMMENT : 

20110331/Au03SEM/BSE/S_4fine_Z17mm_Tilt20deg.bmp

SAMPLE : RA-QD02-0095
PREID : 
PROCESS : 
OPERATOR : 
COMMENT : 

20110331/Au03SEM/EDS/RA-
QD02-0095.docx

SAMPLE : RA-QD02-0095
PREID : 
PROCESS : 
OPERATOR : 
COMMENT : 





20110329/QD02toAu03/nikon/20110329140336890.bmp

SAMPLE : RA-QD02-0095
PREID : 
PROCESS : pick up from QD02
OPERATOR : Fujimura
COMMENT : 

20110329/QD02toAu03/nikon/20110329142013250.bmp

SAMPLE : RA-QD02-0095
PREID : 
PROCESS : release to Au03 SEM holder
OPERATOR : Fujimura
COMMENT : 

20110329/QD02toAu03/union/1073-
01.jpg

SAMPLE : RA-QD02-0095
PREID : 
PROCESS : pick up from QD02
OPERATOR : Fujimura
COMMENT : 

20110329/QD02toAu03/union/1073-
02.jpg

SAMPLE : RA-QD02-0095
PREID : 
PROCESS : pick up from QD02
OPERATOR : Fujimura
COMMENT : 



20110329/QD02toAu03/union/1073-
03_Au03-4.jpg

SAMPLE : RA-QD02-0095
PREID : 
PROCESS : release to Au03 SEM holder
OPERATOR : Fujimura
COMMENT : 



20110404/Au03toSG/nikon/20110404101646718.bmp

SAMPLE : RA-QD02-0095
PREID : 
PROCESS : release to silica slide glass
OPERATOR : Fujimura
COMMENT : 

20110404/Au03toSG/union/RA-QD02-
0095_01.jpg

SAMPLE : RA-QD02-0095
PREID : 
PROCESS : release to silica slide glass
OPERATOR : Fujimura
COMMENT : 

20110404/Au03toSG/union/RA-QD02-
0095_02.jpg

SAMPLE : RA-QD02-0095
PREID : 
PROCESS : release to silica slide glass
OPERATOR : Fujimura
COMMENT : 


